
BSMV.R5457

Laminated Plastic

Page Bottom

Laminated Plastic
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LAMIN-ART INC R5457

1670 BASSWOOD RD

SCHAUMBURG, IL 60173 USA

Laminated plastic sheets.

Type FR

Unbonded

Bonded + to

Inorganic Reinforced

Cement Board

Flame spread 15 15

Smoke developed 125 20

+Bonded with Koppers Penacolite G-1149-A/G-1131-B adhesive in accordance with instructions accompanying the adhesive.

UNBONDED

LFR3 LFR5 LBR3 LBR5

Flame spread 10 20 40 35

Smoke spread 100-150 125 15 15

BONDED+ TO INORGANIC REINFORCED CEMENT BOARD

LFR3 LFR5 LBR3 LBR5

Flame spread 0 0 5 5

Smoke spread 30 40 0 5

+Bonded with Borden Chemical RS-224 adhesive in accordance with instructions accompanying the adhesive.

Laminated plastic sheets.

Type LFR3

Unbonded

Bonded + to

Inorganic Reinforced

Cement Board

Flame spread 15 15

Smoke developed 15 0

Bonded+ to Wood

Particleboard#



Flame spread 15

Smoke developed 20

+Bonded with Borden System II, Borden System III or Wilsonart Type II adhesives in accordance with the instructions accompanying the

laminated plastic.

#Nominal 3/8 in. thick or greater integrally treated wood particleboard bearing the Classification Mark of UL reading "Wood Particleboard" with

Surface Burning Characteristics not in excess of 25 for flame spread and 25 for smoke developed.

Type LFR5

Unbonded

Bonded + to

Inorganic Reinforced

Cement Board

Bonded + to

Wood Particle

Board #

Flame spread 15 15 15

Smoke developed 15 0 25

+Bonded with Borden System II, Borden System III or Wilsonart Type II adhesives in accordance with the instructions accompanying the

laminated plastic.

#Nominal 3/8 in. thick or greater integrally treated wood particle board bearing the Classification Mark of UL reading "Wood Particle Board"

with surface burning characteristics not in excess of 25 for flame spread and 25 for smoke developed.
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